
Certificate of Analysis

Parameter Limit Values Result

Si：Ti 30-100 90.00

Specific Surface Area ≥350（m2/g） 350.00 m2/g

pore size 0.56-0.58（nm） 0.57 nm

Relative crystallinity 95-100（%） 95.00 %

Ignition Residue 0-5（%） 4.80 %

Date of Testing: 2024-05-24 16:07:56

Date of Next Testing: 2028-05-23 16:07:56

Product Name: Ts-1 molecular sieve

CAS Number:

Specifications & Purity:

Lot #: E2422451

SKU # M196704

Version 0

Analysis #: 330843
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