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Date of Testing:

Date of Next Testing:
Product Name:

CAS Number:
Specifications & Purity:
Lot #:

SKU #

Version

Analysis #:

Storage Temperature:

Parameter

Viscosity Number(96%H2S04)
Tensile Stress (Yield)

Tensile Strain (Yield)

glass transition temperature
Tensile Modulus:1700-2400 Mpa
Infrared spectrum
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John Su
QA & QC Manager

Certificate of Analysis

2026-07-08 17:34:54

2029-07-07 17:34:54

Nylon 6/12

26098-55-5

pellets,Viscosity number~95 ml/g
G2607534

N477573

1

733026

Protected from light,Room temperature,Desiccated

Limit Values

90-100 (cm3/g)
54-62 (Mpa)

45-18 (%)

50-65 (°C)

Pass

Conforms to Structure

Result
95.00000cm3/g
55.00000 Mpa
6.50000 %

55.20000 °C

Pass

Conforms to Structure
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