
Certificate of Analysis

Parameter Limit Values Result

Residues vinyl chloride content 0-8（ppm） 2.00 ppm

impurity ion 0-20（ea/ml） 0.00 ea/ml

Viscosity(5%Toluene:Isopropyl alcohol 80:20) 73-86（ml/g） 85.00 ml/g

Date of Testing: 2023-10-30 09:54:26

Date of Next Testing: 2025-10-19 09:54:26

Product Name: Poly(vinyl chloride)

CAS Number: 9002-86-2

Specifications & Purity: K-value 59-55

Lot #: J2317103

SKU # P107109

Analysis: 097328
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