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Date of Testing:

Date of Next Testing:
Product Name:

CAS Number:
Specifications & Purity:
Lot #:

SKU #

Version

Analysis #:

Storage Temperature:

Parameter

Specific Viscosity
Benzene(C6H6)

Active Content
Appearance (P134891)
Infrared spectrum

%ﬂ. e

John Su
QA & QC Manager

Certificate of Analysis

2024-08-09 10:45:17

2026-08-09 10:45:17

Poly(methyl vinyl ether-alt-maleic anhydride)

9011-16-9

average Mn ~80,000
D1925065
P134891

1

397233

Argon charged

Limit Values

0.1-0.5

0-2 (%)

98-100 (%)

white to yellow powder to crystal
Conforms to Structure

Result

0.11

1.96%

98.98400 %

White to Yellow powder to crystal
Conforms to Structure
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