
Certificate of Analysis

Parameter Limit Values Result

Ethylene 58-62（%） 60.60000 %

ENB 6.8-8.8（%） 8.30000 %

Date of Testing: 2023-05-26 09:19:29

Date of Next Testing: 2027-05-25 09:19:29

Product Name: Propylene-ethylene-ethylidene norbornene terpolymer

CAS Number: 25038-36-2

Specifications & Purity: Ethylene content: 60%; ENB: 7.8%

Lot #: E2312937

SKU # P301647

Analysis: 198621
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