
Certificate of Analysis

Parameter Limit Values Result

Viscosity(25 wt% in toluene at 25℃) 3000-5000（cP） 4000.00000 cP

Average Molecular Weight(by GPC) 112000-168000 140000.00000

Appearance(P434455) White Crumbs White Crumbs

Infrared spectrum Conforms to Structure Conforms to Structure

Date of Testing: 2024-04-16 15:07:26

Date of Next Testing: 2027-04-16 15:07:26

Product Name: Polystyrene-block-polybutadiene-block-polystyrene

CAS Number: 9003-55-8

Specifications & Purity: Styrene 30 wt.%, average Mw~140000 by GPC

Lot #: D2411364

SKU # P434455

Analysis: 336899

Storage Temperature: Store at 2-8°C
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