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Date of Testing:

Date of Next Testing:
Product Name:

CAS Number:
Specifications & Purity:
Lot #:

SKU #

Version

Analysis #:

Storage Temperature:

Parameter

Molecular Number by GPC(PS, THF)
Poly Dispersity MW/MN
Appearance(P478054)

Proton NMR spectrum
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John Su
QA & QC Manager

Certificate of Analysis

2024-08-14 14:53:59

2027-08-14 14:53:59
Polystyrene thiol terminated
P478054

average Mn 11,000, PDI <1.1
H2408431

P478054

1

395098

Argon charged

Limit Values
8500-13500

0-1.1

White to Yellow powder
Conforms to Structure

Result

9891.00000

1.10

White to Yellow Powder
Conforms to Structure
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