
Certificate of Analysis

Parameter Limit Values Result

Water by Karl Fischer 0-0.5（%） 0.10000 %

Brookfield Viscosity(40% in Toluene) 500-800（cP） 610.00000 cP

Appearance(P486150) White Powder or Beads White Powder or Beads

Proton NMR spectrum Conforms to Structure Conforms to Structure

Infrared spectrum Conforms to Structure Conforms to Structure

Date of Testing: 2025-04-14 18:59:30

Date of Next Testing: 2028-04-13 18:59:30

Product Name: Poly(butyl methacrylate)（PBMA）
CAS Number: 9003-63-8

Specifications & Purity: free flow beads,Mw 211,000

Lot #: D2507673

SKU # P486150

Version 1

Analysis #: 487467

Storage Temperature: Room temperature
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